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Abstract: One of the main objectives of the top asphalt layer is to provide a protective surface against water penetration 
and other harmful liquids such as chemicals. However, current construction equipments do not  provide finished asphalt 
surfaces that meet this quality and therefore, allowing the intrusion of several liquids through the asphalt layers and deeper 
into the underlying soils. Subsequently, the result is often polluted soils and possibly seepage of the chemicals to rivers 
and underground water endangering the environment, plants, animals and ultimately humans. Results o f re cent research 
proved that current steel drum rollers induce surface cracks that provide path for surface water to intrude into the pave-
ment layer. The development of a n ew compactor, asphalt multi-integrated roller (AMIR), produces asphalt layers w ith 
tight su rface texture which demonstrate very low values of permeability when compared with s imilar asphalt compactor 
using current rollers. The results of field measurements o f permeability on four asphalt sections compactor using AMIR 
and steel rollers showed that AMIR compacted surfaces will significantly improve the tightness of the surface and will re-
duce the permeability by a factor of up to 10 to 1, when compared with measured permeability on surfaces compacted us-
ing steel rollers. The results are used to discuss the role of better compaction in the protection of the environment and re-
duction of possible harmful pollution of water and soils.  

INTRODUCTION  

 There is no doubt  that asphalt pavements have helped in 
shapeing t he e conomic a nd i ndustrial de velopment of t he 
first world nations. More than 85% of roa d networks in the 
world are asphalt pavements. The main objective of the top 
asphalt la yer i s to prot ect t he s ubsequent pa vement l ayers 
against water and o ther liquid penetrations, such as harmful 
chemicals. However, since the construction of a sphalt pave-
ments started in the early 20th century, no solution has been 
found to provide crack-free surfaces that would prevent the 
intrusion o f s uch h armful liquids in to the p avement lay ers 
and subsequently into the underlying soils.  
 The pavement industry has invested millions of dollars in 
search of re medies for pa vement di stress. T hese re medies 
included t he improvements i n the d esign of a sphalt m ixes, 
development of n ew a nd engineered asphalt b inders, us ing 
new m aterials, a nd e stablishment of ne w re search e fforts. 
These remedies were successful in improving the properties 
of asphalt m aterials in th e l aboratories. H owever, these im-
provements di d no t a ppear in the f ield pe rformance of t he 
asphalt r oads. The r esearch p erformed to  a ttempt to  s olve 
pavement distress problems did, however, result in a number 
of s ignificant s olutions and in itiatives s uch as th e S trategic 
Highway Research P rogram ( SHRP), w hich in  p art d eals 
with the characterization of  asphalt m aterials and their per-
formance unde r a w ide ra nge of in-service c onditions, a nd 
the adoption of gyra tory compaction as the m ain laboratory  
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device for de signing a sphalt m ixes. In a ddition, ne w a d-
vanced m aterials ar e currently b eing u sed to  r einforce as-
phalt layers and to improve their tensile and shear s trengths 
such a s non-m etallic pol ymeric gri d a nd pol ymer m odified 
asphalt b inders. There is no doubt  on t he s ignificant techni-
cal a nd e conomic a ffect of t hese im provements. Howe ver, 
such in itiatives c an b e considered m ore af fective and ad -
vanced when addressing and solving the initial c ause of a s-
phalt pavement deterioration [1].  

 The p resence o f surface cracks s ignificantly r educes th e 
life of the asphalt pavements. This is because surface cracks 
are one of the main contributors in the development of other 
different types of cracks in the asphalt lay ers. Th ey acceler-
ate t he de velopment of c racking, wh ich woul d ult imately 
lead to the early failure of the pavement [2]. 

 One o f th e m ain co ntributors to s urface cracking is  th e 
current practice of asphalt compaction that has been used for 
the past century without any significant change or improve-
ment. Construction cracks have been traditionally recognized 
to b e d ue to d eficiencies in th e b ase s tability, the m ix tem-
perature duri ng c ompaction, ope rator e rror, or due  t o t he 
design of t he a sphalt m ix it self. T o re medy t hese s urface 
cracks, t he practice w as to us e pneumatic rubbe r-tired roll-
ers.  
 However, even though pavements are normally designed 
to last 15 to 20 ye ars, the compaction procedure has helped 
to reduce this fatigue life by more than 50% [2-4]. Studies by 
Abd El H alim et al. [5-7] ha ve proven that the compaction 
procedure is the main factor behind the reduction in service 
life of pa vements a nd be hind t he a ppearance of s urface 
cracks. These s tudies also proved that the solutions of t hese 
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problems would not be through using pneumatic rubber-tired 
rollers, but ra ther to change t he m ethodology concept o f 
compaction. T hese studies introduced a  n ew c oncept in 
compaction by t he invention of t he asphalt multi-integrated 
roller (AMIR), which caused a revolution in the research o f 
asphalt pavements.  
 This paper presents the role of compaction in the protec-
tion of t he e nvironment and re duction of pos sible ha rmful 
pollution of wa ter and soils. A comparison is made between 
the effect of the traditional s teel drum rollers and the AMIR 
compactor on inducing surface c racks. The r esults of f ield 
measurements of pe rmeability of four a sphalt sections com-
pacted using A MIR and the s teel d rum rollers, ar e a lso pre-
sented. 

CONSTRUCTION INDUCED SURFACE CRACKS 

 Compaction has been recognized as one of the main fac-
tors affecting the performance of asphalt pavements by many 
researchers [8-12].  Hughe s (1989) poi nted out  that be tter 
compaction would result in higher strength, durability, resis-
tance to deformation and moisture damage, impermeability, 
and s kid re sistance of t he a sphalt pa vement. Be ll et al. 
pointed out that better compaction would result in extending 
the service life of the asphalt pavement [13].  
 All these s tatements are tr ue, h owever th e ap proach o f 
applying them in the past 50 ye ars is not . Past research ha s 
assumed that any problems of c ompaction are related to the 
mix prope rties, and t hat increasing t he pe rformance of t he 
pavement woul d be  re alized by i ncreasing t he de nsity a nd 
reducing the pe rcentage of a ir voi ds in a sphalt m ixes. 
Hughes (1989),  for e xample, s tated that the a ggregate a nd 
asphalt properties a s well a s t heir m ixture properties affect 
the a bility t o a chieve the prope r c ompaction level [12].  
Therefore, problems due to compaction were often remedied 
through improving the asphalt mix. Geller (1982) s tated that 
the problems that occur in the asphalt pavements are not due 
to compaction deficiencies, but rather due to  the in ability to 
predict the behavior of the asphalt mixture [9].  
 However, this section will attempt to describe the process 
of formation of the surface cracks and will prove that these 
cracks are in fact attributed to the compaction process itself. 
Formation of Construction Cracks 
 Asphalt pa vements a re c onstructed by pl acing t he hot 
asphalt m ix ove r e ither the base course or a n existing roa d 
surface. Compaction is  then performed by fi rst us ing heavy 
vibratory s teel roll ers to re ach t he de sired de nsity. T hen, 
multi wheeled pneumatic rubber rollers followed by a light 
steel roller are used to  smooth out the surface. The addition 
of t he pne umatic rubbe r rol lers wa s c onsidered one  of t he 
main achievements in the compaction industry, in the last 50 
years [7].  
 The interface b etween th e s urface o f the compacted as-
phalt mix and that of the compacting device is a key factor in 
the quality of t he compacted product. In c ase of t he typical 
steel drum roller, the contact between the asphalt mix and the 
roller drum  i s a  re ctangular a rea 5 t o 10 c m l ong a nd i ts 
width equals to the width of t he drum . Although this could 
be c onsidered as a  r ectangular area, it a ctually takes t he 
shape of a cylindrical d rum which is the shape of the roller 
drum. The applied force has both radial and tangential com- 

ponents due  to t he s mall curved c ontact area a s shown in  
Fig. (1 (a)). At a normal rolling speed of 10 km /h, the con-
tact t ime b etween the r oller an d th e m ix is approximately 
0.03 seconds. The small contact area and load time combine 
to apply an intense pressure impulse, typically 1.38 MPa, to 
the a sphalt s urface. T herefore, conventional compaction 
equipment p resents f orces th at are b oth r apidly ap plied an d 
held for merely a fraction of second [7].  
 
 
 
 
 
 
 
 

(a) 
 
 
 
 
 
 
 
 

(b) 

Fig. (1). Schematic of (a) Conventional Steel Drum Roller and (b) 
AMIR Compactor.  

Effects of Compaction Procedure 

 Two m ajor ne gative effects re sult from  this compaction 
procedure. F irst, l oads applied ra pidly for a  s hort dura tion 
time causing asphalt to respond with a high elastic s tiffness 
with re latively s mall pla stic de formation. In orde r t o ove r-
come the increased asphalt stiffness, conventional equipment 
seeks to increase th e ap plied lo ad o r to u se v ibration. T his 
may c ause b reakage o f the aggregate p articles. The s econd 
negative effect is that the small contact area causes the appli-
cation of hori zontal forc es whi ch c auses s hoving of t he  
asphalt l ayer. B oth radial a nd tangential forces a pplied by  
the s teel roll er contain hori zontal components, as s hown in 
Fig. (1). As the roller travels, the horizontal forces push and 
pull the asphalt in front of and behind the drum respectively, 
inducing hairline surface cracking, often referred to as “roller 
checking” w ith a n interrelated d issipation of a s ignificant 
portion of t he applied compaction energy. The initiation of 
surface cr acking at th is s tage o f co nstruction r educes th e 
strength a nd fatigue resistance of t he a sphalt l ayer, a nd fa-
cilitates th e d evelopment o f cr acking, w hich can  u ltimately 
lead to the premature failure of t he newly constructed pave-
ment. T his proc ess h as be en extensively de scribed in o ther 
references of t he first author [2-7]. Abd E l Halim [5-7] a lso 
showed t hat the pne umatic-rubber rol lers do not  e liminate 
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these surfaces cracks, and that these cracks are detrimental to 
long term performance of asphalt pavements.  

IMPLICATIONS O F CO NSTRUCTION CR ACKS ON 
THE ENVIRONMENT 

 Although the pre sence of s urface cr acks d eveloped d ur-
ing construction is not  the only r eason for t he development 
of the different types of cracking in asphalt pavements, these 
surface cracks serve as catalysts, which accelerate the devel-
opment of c racking a nd ult imately t he fa ilure of the p ave-
ments [2].  One of t he m ain negative effects of c onstruction 
cracks is the moisture induced damage or stripping in asphalt 
pavements. Ne wly c onstructed a sphalt pa vements a re de -
signed to have air voids between 3 t o 5%. I t is usually con-
structed at higher air voids content that may reach between 8 
to 10%. In a ddition to the high air void content, the surface 
cracks caused by the conventional steel drum rollers used for 
compaction e nable t he i nfiltration of w ater through t he 
pavement layers. S tripping of t he a sphalt m aterial from  the 
surface o f the aggregate o r lo ss o f adhesion is  o ne o f th e 
most c ommon t ypes of p avement dis tresses known in t he 
asphalt pavement field and is subjected to wide research ef-
forts [3, 14-16]. It often accelerates the pavement deteriora-
tion and reduces its life.  
 Asphalt lay ers ar e ex pected to  s erve as w aterproofing 
layer for the entire pavement structure. Thus, one of the main 
functions of t he asphalt la yer is t he prot ection of the ba se 
and sub-base layers in addition to the prevention of the infil-
tration of salts, oils and other chemical that may exist on the 
road surface. However, the presence of surface cr acks leads 
to h igher s urface p ermeability. S ubsequently, these cracks 
will allow water and other harmful fluids to penetrate the top 
layer i nto t he m ain body of the h ighway s tructure. These 
fluids woul d eventually b ecome poll utants t o the s oil a nd 
water r esources ad jacent to  the p aved r oads. Polluted w ater 
and s oil c an be  ha rmful t o pe ople, a nimals a nd pl ants. 
Clearly, this would have adverse effects on the environment 
and could threaten the well being of the communities. 

 Therefore, it is important to control the construction in-
duced c racks not  onl y for t he s tructural integrity of t he 
pavement, but  a lso to ensure that the finished a sphalt layer 
meets the e nvironmental adequacy i n te rms of t he prope r 
protection of the underlying layers. An exponential relation-
ship was found be tween p ermeability and air voids. Conse-
quently, wh en t he a sphalt pa vements a re prope rly c om-
pacted, cracks are eliminated and air voids could be reduced 
to less than 7 %, which would reduce the intrusion of wa ter 
into the asphalt pavements. In addition to the direct effect on 
the e nvironment, t he construction i nduced c racks re sult in 
serious de terioration of t he pa vement whi ch lead t o e arly 
failure and waste of i nitial investment. Hence, rehabilitation 
and/or ne w c onstruction of t he da maged roa d wil l re quire 
new materials which are in short supply. 

THE NEW CONCEPT: AMIR COMPACTOR 

 The relative rigidity parameter (R) influences the transfer 
of s tresses i n pa vement s ystems be tween t he loading c om-
pactor and the various components of the multi-phase elastic 
material or the m ulti-component e lastic s tructure. Abd E l 
Halim [5] poi nted out  t he im portance of unde rstanding t he 
relationship between the numerical value of the parameter R 

and the physical terms contained in the equation of re lative 
rigidity using the theory of re lative r igidity. The application 
of the equation in the asphalt pavement field provided a new 
mechanistic a pproach for t he pre diction of c onstruction-
induced cracks. This approach was the m ain inspiration that 
led to the development of the AMIR roller. 
 The reason for surface cracking has been attributed to the 
incompatibility between the geometry and relative rigidity of 
the soft, f lat as phalt layer an d th e h ard, cy lindrical steel 
drums of c onventional ro llers [5].  T he As phalt Multi-
Integrated R oller (A MIR) prot otype s hown i n F ig. ( 2) wa s 
designed and fabricated by Ca rleton University and the Na-
tional Re search C ouncil of C anada i n 1989 t o ove rcome 
these in compatibilities. A MIR u ses a m ulti-layered b elt 
composed of specialized rubber compounds to create a single 
flat contact p late of approximately 3 m2 for c ompaction. I n 
addition, the rubber belt is flexible, providing a closer match 
in r igidity to th e as phalt s urface. D ue to  the large co ntact 
area, the stress applied to the asphalt mat is relatively low at 
41.6 Kpa . T his is compared w ith stresses of 1. 38 MPa ap-
plied by t ypical steel drum  ro llers. Howe ver, for the s ame 
rolling s peed, the A MIR load dura tion i s 30 times longer 
than c onventional s teel rol lers. F ig. ( 1 (b)) sh ows a  sc he-
matic drawing of the belt and the forces acting on the asphalt 
pavement. The AMIR prototype is well described in the fol-
lowing references [4-7].  
 Based on A MIR technology, the HIPAC compactor was 
designed and fabricated by Pioneer Road Services in Austra-
lia, in early 1998. Significant operational modifications were 
implemented to t he HIP AC de vice i n orde r t o produc e a 
regular produc tion, a nd c ommercially a vailable c ompactor. 
The HIPAC is double-belted and has greater maneuvrability 
than the AMIR compactor. A more descriptive development 
program of HIP AC is available in other r eferences [17].  A 
photo of the HIPAC compactor is shown in Fig. (3). 
 
 
 
 
 
 
 
 
 
 
 

Fig. (2). Photo of AMIR Prototype.  

 The compaction pressure of the device is low and is ap-
plied gra dually ove r a  l ong dura tion, i n orde r t o ke ep t he 
initial s tiffness re sponse of t he asphalt, l ow. T he applied 
stress f rom th e co mpactor is  m ore ef ficiently u tilized, b e-
cause it is not "fighting" against a large initial damped elastic 
stiffness response that occurs with rapid, short duration load-
ing. T he long l oad dura tion a lso c ompensates for t he l ow 
applied pre ssure by a llowing vi sco-plastic fl ow of the as-
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phalt, provi ding efficient pa rticle contact a nd e xpulsion o f 
entrained air . F urthermore, th e lar ge co ntact area minimizes 
horizontal forc es applied to the a sphalt m at and provides a 
high degree of confinement during compaction. This, in turn, 
eliminates roll er i nduced c racking, re duces s urface pe rme-
ability, a nd i ncreases t ensile s trength a nd re sistance t o fa -
tigue damage. The elimination of surface cracking also per-
mits t he full  c ompaction e nergy t o be  a pplied t o t he pa ve-
ment layer. Fig. (4 (a)) shows the construction cracks formed 
by c ompaction us ing t he s teel drum  rol ler, whil e c onstruc-
tion cr acks ar e s ignificantly r educed w hen as phalt i s co m-
pacted by the AMIR roller in Fig. (4 (b)). Fig. (5 (a)) shows 
the surface cracks form ed on s and us ing t he s teel drum  
roller, while Fig. (5 (b)) shows how these surface cracks are 
significantly r educed w hen the A MIR r oller is u sed. Th is 
further proves that surface cracks are a ctually a  func tion o f 
the type of compaction used rather than the type of material 
being compacted. 

(a)

(b)

Fig. 3 (a, b). Photos of HIPAC Prototype.  

EXPERIMENTAL I NVESTIGATION: EFFECT O F 
COMPACTION ON PAVEMENT PERMEABILITY 

 As explained previously, an experiment was designed to 
test the effect of compaction on preventing surface cracking, 

and t herefore prot ecting t he e nvironment. T he experiment 
presented here was described previously in detail in a previ-
ous publ ication [18].  However, a  s ummary of t he re sults is 
shown here to further demonstrate the m ethodology of pro -
tecting t he e nvironment f rom the a dverse e ffect o f p erme-
ability in asphalt pavements.  

(a)

(b)

Fig. (4). Asphalt Compacted by (a) Steel Drum Roller and (b)
AMIR Roller. 

 The hydra ulic c onductivity of the c ompacted layer is a 
common parameter used to measure the susceptibility of  an 
asphalt pa vement t o m oisture i nfiltration a nd i ts pos sible 
damage. In-s itu pe rmeability of a n a sphalt pa vement could 
be measured by us ing a field permeameter, shown in Fig. 6,
which wa s de signed by t he N ational Ce nter for As phalt 
Technology. This device records the drop in water level in a 
standpipe o ver a  g iven p eriod o f t ime. T he p ermeameter is 
divided into f our p arts. T he b ase is the largest s ection, and 
the to p i s th e s mallest. T he b ottom level is u sed w hen th e 
asphalt mix is in high permeable pavement, and the top level 
is u sed w hen the asphalt m ix is  r elatively less p ermeable. 
Three te sts w ere conducted for each of the three s ites. F or 
each test, three individual measurements of the permeability 
coefficients were calculated using Equation 1, and the aver-
age value was taken.  
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Fig. (5).  Sand Compacted by ( a) Steel Drum Roller and (b) 
AMIR Roller. 

K = (a*L/At) * ln (h1/h2)          (1) 
 W here, K = coefficient of permeability (cm/sec); a= inner 
cross-section a rea of s tandpipe, c m2; L =  th ickness o f th e 
asphalt la yer, cm; A = cr oss-sectional area that in  co ntact 
with w ater d uring the t est, cm2; h1 = in itial h ead, cm; h2 = 
final head, cm. 

Field Experiments  

 Abd E l Ha lim and Mostafa (2006) [15]  pe rformed fi eld 
measurements of pe rmeability on pa vement s ections, com-
pacted by t he A MIR c ompactor a nd t he conventional s teel 
drum roller. To facilitate the comparison, three independent 
tests we re pe rformed a t t hree di fferent s ites a nd a  t otal o f 
four sections were tested as follows: 
1. Site A : composed of t wo different m ix types, H L-3 and 

HL-4.  
2. Site B: constructed using an HL-3 asphalt mix.  
3. Site C: constructed using HL-3 asphalt mix. 
 The test section at Site A was designed and compacted in 
1990, a nd wa s t he fis t fie ld test conducted to e valuate t he 
AMIR co mpactor. T wo m ix ty pes w ere in vestigated a t th is 

site, HL-3 and HL-4 Ontario mixers. The results of this ex-
periment and the details on the construction of these m ixes 
are found i n ot her publ ications [2,  4],  and [18].  S ix s peci-
mens were extracted from this site in 2004, which is 14 years 
after the construction of this pavement. The r esults showed 
that the HL-3 asphalt mix compacted by the AMIR compac-
tor w as 1 1 tim es l ess p ermeable th an th e s ame m ix co m-
pacted b y th e s teel d rum r oller. The r esults are shown i n  
Table 1.  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
(a) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
(b) 

Fig. (6). Permeability Readings Using the Permeameter for Asphalt 
Compacted by (a) Steel Drum Roller and (b) AMIR Roller. 
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 Site B was constructed in November 2003. Similar to the 
first s ite, s ix s pecimens w ere ex tracted f rom th e as phalt 
pavement to test the effect of compaction on permeability. It 
was found that the section compacted using the AMIR roller 
was 45 t imes less permeable than the s ame m ix compacted 
using the steel drum rollers. The results are also presented in 
Table 1.  
 Finally, S ite C w as constructed in S eptember 2004.  
Again, si x sp ecimens w ere e xtracted. The r esults sh own in 
Table 1 shows t hat t he m ix compacted us ing AMIR rol ler 
was found t o be  8 ti mes less p ermeable than the s ame m ix 
compacted by the steel drum roller.  

 The s urfaces c ompacted us ing A MIR w ere ge nerally 
found to have tighter textures and no vi sible surface cracks. 
This r esulted in  the b ig d ifference in  the p ermeability b e-
tween t he s ections c ompacted us ing A MIR compactor a nd 
the o thers us ing the c onventional m ethods. T his is fur ther 
illustrated in Fig. (6). In Fig. (6 (a)), it is obvious that due to 
high permeability of the asphalt surface co mpacted the con-
ventional r oller, the f inal h ead in th e p ermeameter i s m uch 
lower than the initial head. However, in Fig. (6 (b)), the dif-
ference between the initial and final head is minor due to the 
lower p ermeability o f th e as phalt s urface compacted b y 
AMIR. Therefore, it could be concluded that the compaction 
method does in fact affect the permeability characteristics of 
the pavement s tructure. In a ddition, mixes compacted us ing 
AMIR had less air void content than those compacted by the 
conventional roller.  
 These t wo re sults s how t he m ajor improvement in t he 
asphalt pavement characteristics in terms of permeability and 
air voids by changing the compaction method from the con-
ventional s teel d rum r ollers to  the A MIR compactor. T his 
outcome ha s s ignificant economic and e nvironmental im-
pacts that will be discussed in a following section. 
 In order to test the effect of ti me and traffic loading on  
the p ermeability characteristics o f the as phalt s ections, a 
second fi eld t est wa s pe rformed on t he fol lowing ye ar in 

2005. T he r esults a re a lso s hown i n T able 1. Th ree speci-
mens w ere ex tracted a t e ach location. Th e r esults s howed 
that th e s pecimens t aken at S ite A  s howed that th e A MIR 
compacted s ections maintained lo wer p ermeability than  
the steel drum compacted sections even after 15 years, since 
the in itial construction. The AMIR compacted sections were 
in l ess v isible d istress as compared to th e s teel d rum com-
pacted sections and in better fie ld condition. Results shown 
in T able 1 s how th at th e p ermeability o f A MIR co mpacted 
sections in a ll three sites remain lower than the convention-
ally compacted s ections by a  ra tio of 8,  13,  and 16 for t he 
sections at Sites A, B, and C, respectively.  

EXPERIMENTAL I NVESTIGATION 2: E FFECT O F 
COMPACTION ON INFILTRATED WATER 

 Due to  s ignificant r esults o f th e f irst ex periment ex-
plained previously, a further experimental investigation was 
carried out  in order to measure the effect of c ompaction on 
the characteristics of infiltrated water through the pavement 
layers. An e xperiment was conducted at the Civil and Envi-
ronmental Engineering Laboratory of Carleton University in 
August 2008, where two sets of sections were prepared. The 
first pavement section was compacted using the conventional 
steel drum roller and the second was compacted using AMIR 
compactor. For each section, three samples were taken, and a 
series of e xperiments t o m easure t he e nvironmental e ffects 
of the compaction procedure were then performed on these 
samples.  
 A pe rmeability t est s imilar t o t he proc edure e xplained 
earlier w as p erformed. Results o f th e p ermeability t est ar e 
shown in Fig. (7). The results show very low permeability of 
the pavement section compacted using AMIR roller as com-
pared to that using the conventional steel drum roller. In ad-
dition, t he pe rmeability va lues of t he pa vement s ections 
compacted using th e A MIR roller remained with a low per-
meability value for a long time.  
 To further substantiate the positive environmental effects 
of th e A MIR r oller, the w ater w as u sed in  the p ermeability 

Table 1. Summary of Mix Properties and Permeability Measurements (Reproduced from Abd El Halim and Mostafa 2006) [15] 

Year S ite Compactor Thickness 
(cm) AV (%) AC (%) Average K (cm/sec *10-4) Permeability Ratio 

(Steel Roller/AMIR Roller) 

AMIR 6. 20 5.00 5.1 0.37833 
Site A 

STEEL 6. 40 6.10 5.1 4.27667 
11.30 

AMIR 5. 15 5.15 5.0 0.08500 
Site B 

STEEL 5. 25 5.25 5.0 3.87667 
45.61 

AMIR 5. 10 5.10 5.3 0.44700 

2003-2004 

Site C 
STEEL 5. 20 5.19 5.3 3.44333 

7.70 

AMIR 6. 20 5.00 5.1 0.00689 
Site A 

STEEL 6. 40 6.10 5.1 0.05975 
8.68 

AMIR 5. 15 5.15 5.0 0.01516 
Site B 

STEEL 5. 25 5.25 5.0 0.19485 
12.85 

AMIR 5. 10 5.10 5.3 0.04178 

2005 

Site C 
STEEL 5. 20 5.19 5.3 0.26178 

6.27 
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test and infiltrated through the pavement sections, was tested 
before and after the permeability test to find the effect of the 
pavement compaction on infiltrated fluids through pavement 
sections. In t his test procedure, three levels of s alinity were 
used for the distilled water samples used in the permeability 
test. The f irst s ample w as in filtrated w ith w ater w ith n o s a-
linity and the second contained 50 g/ L of s alt. S ix measure-
ments w ere taken f or th e w ater s amples: p H v alues, tu rbid-
ity, conductivity, t otal c arbon di ssolved i n m g/L, t otal or -
ganic carbon, a nd total inorganic c arbon. T he re sults a re 
shown in Table 2. It  should be noted that the r esults meas-
ured for t he s amples compacted by t he A MIR rol ler we re 
taken after an average of 50 hours as compared to 0.64 hours 
for samples compacted using the steel drum rollers.  
 
 
 
 
 
 
 
 
 
 

Fig. (7). P ermeability Results for Asphalt Compacted by ( a) S teel 
Drum Roller and (b) AMIR Roller.  

 The results of t he table show that the pH va lue and tur-
bidity were not significantly affected by the type of compac-
tion. On the other hand, due to the long duration after which 
the samples are taken for the AMIR compacted samples, the 
values of c onductivity a nd a mounts of t otal c arbon i n t he 
water s ample ar e h igher. This is a logical r esult, s ince th e 
samples i nfiltrated t hrough t he pa vement s ections a fter 58 
and 44 hours , re spectively. How ever, t he re sults s how t he 
resistance o f the A MIR co mpacted s amples in in filtrating 
water through it, which is a main benefit of this type of com-
paction. 
 Therefore, t o ensure t he be nefit of us ing AM IR for  
pavement s urfaces, and s ince it  wa s unfa ir t o compare t he 

results of AMIR with the steel roller since two different time 
frames were used, the test was repeated for the AMIR com-
pacted sections, where th e water s amples w ere taken during 
the t est, r ather th at af ter the t est, f inished af ter 4 0 an d 5 0 
hours as before. The results of the second run for t he AMIR 
compacted samples are shown in Table 3.  
 The results show the greater benefit of us ing the A MIR 
to t he environment. As  apparent from  T able 3, th e w ater 
samples w ere taken after 3 hours  of t he te st ra ther than 4 0 
hours. In this case, the values of turbidity, conductivity, and 
total carbon (both organic and inorganic) are much less than 
the v alues of the f irst run.  In addition, the va lues are a lso 
very c lose to t he va lues for t he wa ter be fore e ntering t he 
pavement sections. This shows the less detrimental effect of 
using the AMIR to the underlying soil layers below the pave-
ment.  

IMPLICATIONS O F P REVENTING SUR FACE 
CRACKS ON THE ENVIRONMENT 

 It wa s di scussed e arlier t hat t he A MIR c ompactor s uc-
cessfully prevented surface cracks from appearing on asphalt 
pavement s urfaces duri ng c ompaction. It  a lso ha d a  gre at 
effect in reducing the permeability of the asphalt pavement. 
These results are significant and will have considerable posi-
tive e conomic i mpacts in t erms of reducing t he pavement 
distresses and therefore, extending the l ife of the pavement. 
This would save billions of dollars to the pavement industry 
that would o therwise be lost in  capital invested in  th e pave-
ment structure. 

 The environmental benefits of pre venting surface cracks 
are even m ore s ignificant. T he pavement network is a very 
long s tructure that extends thousands of k ilometer in many 
nations. T his s tructure is ofte n e xposed to s evere e nviron-
mental conditions and different w eather conditions. In wi n-
ters, especially in cold countries, temperatures could reach –
40 °C. Then in s ummers the p avement s urface could reach 
60°C du e to hot  w eather c onditions i n addition to traffic 
flow. The change in temperature along with precipitation has 
the following adverse effects:  

1. This b ig d ifference in  temperature a ccompanied w ith 
precipitation in the form of ra in or s now could cause severe 
deterioration to the asphalt surface.  

Table 2. Comparison of the Chemical Analysis of Water Infiltrated Through AMIR Compacted and Steel Compacted Pavement 
Sections  

Salinity S ample Duration to 
Measurement (Hours) pH T urbidity Conductivity 

(ms/cm) 
Total Carbon 

(mg/L) 
Total Organic 
Carbon mg/L 

Total Inorganic 
Carbon mg/L 

Water Inflow 0.00 7.22 0 3.22 1.09 0.42 0.67 

Steel (outflow) 0.83 6.58 0.11 11.42 4.70 2.36 2.34 

N
o 

Sa
lt 

AMIR (outflow) 57.94 7.30 0.30 263.90 12.57 8.4 4.17 

Water Inflow 0.00 9.68 2.00 330.00 9.25 6.85 2.40 

Steel (outflow) 0.45 9.48 0.41 313.33 12.47 9.62 2.85 

50
 g

/L
 

AMIR (outflow) 43.54 8.58 1.13 329.50 20.86 13.09 7.76 
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2. Due to  the thermal cy cle of r ise and fall o f temperature, 
the pa vement s urface l ike a ny ot her s tructure or m aterial 
expands when e xposed t o high te mperatures and c ontracts 
when e xposed t o l ow temperatures. T his, coupled w ith t he 
previously compaction induced surface cracks, causes severe 
continuation of pa vement cracking resulting in severe pave-
ment distresses.  
3. The fros t a ction i s known to be  ve ry d etrimental to the 
pavement s tructure. The crystallization of ic e w ithin the a ir 
voids a nd t he s ubsequent form ation of i ce le nses would 
cause t he s oil a nd pa vement to “ heave” upwa rds inducing 
and increasing the already existing cracks.  
 Along with these adverse effects that cause deterioration 
to th e p avement structure, th ere ar e en vironmental effects. 
The liq uids th at enter the pavement s urface, w hether in  the 
form of snow or rain, seep through the cracks on the surface 
to the inner pavement layers. The water first washes the sur-
face o f the p avement and r eacts w ith the components a nd 
particles on it. These particles could be asphalt residues that 
are stripped off the surface of the pavement due to the traffic 
flow and the gre at num ber of re petitions of rubbe r t ires o n 
the pavement. They could also include o il-based treatments 
used to increase the structural strength of the pavement or to 
prevent o ther unwanted characteristics. This residue accom-
panied with the cycle of low and high temperature could lead 
to the dissolving of these harmful and toxic materials into the 
liquid, which in  tu rn infiltrates to  th e in ner l ayers an d sub-
grade o f th e r oad. Th en, th e contaminated mixture o f w ater 
and toxic substances could find its way through the subgrade 
to the groundwa ter or t o other w ater bodies s uch a s rivers, 
lakes, or seas. This ha s very h armful and dra stic effects o n 
the environment, as these water bodies are sources of li fe to 
plants, animals, and drinking source of human beings.  

 The ex perimental investigation p resented ear lier p roved 
that s ections compacted us ing t he A MIR compactor s uffer 
less percentage of a ir voids, less permeability, and less sur-
face cracks than other conventionally compacted sections. In 
addition, due to the low permeability of s amples compacted 
using A MIR ro ller, the w ater infiltration through the p ave-
ment s tructure wa s ve ry s low, provi ng the r esistance o f 
AMIR compacted pavements to liquid infiltration. This was 
proven through the higher conductivity, t otal di ssolved s ol-
ids, and total carbon amounts in the samples compacted us-
ing the AMIR roller.  
 Therefore, wit hout doubt , us ing t he A MIR c ompactor 
would a lso r esult i n less dra stic e nvironmental effects o f 
asphalt pavements. F irst, due to the lower percentage of a ir 

voids, there would be less formation of ice lenses within the 
pavement layers, s ince t here are less a ir voi ds for them to 
form i n. S econd, the lower pe rmeability of  t he pa vement 
structure woul d re duce the i nfiltration of t he c ontaminated 
liquids into t he i nner pa vement la yers and s ubgrade, a nd 
ultimately into the ground wa ter. F inally, and obviously the 
most s ignificant contribution, is the r eduction of s urface 
cracks which is known t o trigger other types of c racks. Re -
ducing s urface cr acks w ould h ence p revent o r r educe s ub-
stantially contaminated w ater in filtration into th e p avement 
layers and ground water.  

CONCLUSION 

 This paper presented a summary of a  long term research 
work pe rformed t hrough t he la st 20 ye ars. I t s howed ho w 
proper c ompaction of fre sh a sphalt mixes us ing t he ne w 
AMIR compactor, along with its many advantages, is able to 
protect the environment from the severe and detrimental ef-
fects of surface cracking to our environment. AMIR compac-
tor ha s be en prove n t o s uccessfully pre vent s urface c racks 
that are induced due to the conventional method of compac-
tion. This in turn has significantly lowered the air voids con-
tent and permeability of a sphalt pavements. Due to the f act 
that A MIR is s uccessful in  p reventing s urface cr acks, th e 
adverse effects accompanied w ith s urface cracks ar e a lso 
prevented. Infiltration of harmful material that are washed by 
precipitation a nd di ssolved i nto it , is  s ubstantially re duced. 
This r esult not  on ly ha s a s ignificant economic effect in 
terms of saving losses in capital invested in pavement s truc-
tures, but  also has im portant environmental e ffects. T his is 
even more significant as it would result in less destruction to 
our s oil and wa ter r esources. I t wou ld ult imately re duce 
sources of ground and water pollutions in addition to sustain 
the resources and assets of the society for generations to come.  
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